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ArcelorMittal, Vinton TX I-10 Vinton Rd

                                        Vin 79835     

Reinforcing Steel for Concrete      1036

Reinforcing Steel for Concrete Structure

Reinf Steel A706 No.4/M13 Gr 60/M420   Reporting Unit = pounds Mar 1, 2019 12:00:00 AM

Reinf Steel A706 No.5/M16 Gr 60/M420   Reporting Unit = pounds Mar 1, 2019 12:00:00 AM

Reinforcing Steel No. 10/M32 Gr 60/M420 Reporting Unit = pounds Mar 1, 2019 12:00:00 AM

Reinforcing Steel No. 11/M36 Gr 60/M420 Reporting Unit = pounds Mar 1, 2019 12:00:00 AM

Reinforcing Steel No. 3/M10 Gr 60/M420 Reporting Unit = pounds Mar 1, 2019 12:00:00 AM

Reinforcing Steel No. 4/M13 Gr 40/M280 Reporting Unit = pounds Mar 1, 2019 12:00:00 AM

Reinforcing Steel No. 4/M13 Gr 60/M420 Reporting Unit = pounds Mar 1, 2019 12:00:00 AM

Reinforcing Steel No. 5/M16 Gr 60/M420 Reporting Unit = pounds Mar 1, 2019 12:00:00 AM

Reinforcing Steel No. 6/M19 Gr 60/M420 Reporting Unit = pounds Mar 1, 2019 12:00:00 AM

Reinforcing Steel No. 7/M22 Gr 60/M420 Reporting Unit = pounds Mar 1, 2019 12:00:00 AM

Reinforcing Steel No. 8/M25 Gr 60/M420 Reporting Unit = pounds Mar 1, 2019 12:00:00 AM

Reinforcing Steel No. 9/M29 Gr 60/M420 Reporting Unit = pounds Mar 1, 2019 12:00:00 AM
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